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SECTION 1 
CLIENT INFORMATION 
Attention: Eddie Sot 
Norix Group Inc. 
1800 West Hawthorne Lane Suite North 
West Chicago, IL 60185-1863 
Phone: 6302311331 
Email: esot@norix.com 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
            
Charlie Smith James Jantz  
Test Engineer Project Reviewer 
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SECTION 2 
SUMMARY AND CONCLUSION 
Date Received: 05-Mar-2019 
Dates Tested: 13-Mar-2019 

 

DESCRIPTION OF SAMPLES (PER NORIX) 
Product: Tonik-Goby 
Model Number: G20-XXX000 
Fabric Type: N/A 
Fabric Color: N/A 
Inter-liner/Blocking Layer: N/A 
Fill Description: N/A 
Condition of Samples: Production 

 
 

WORK REQUESTED/APPLICABLE DOCUMENTS 
CALIFORNIA TB-133 – FLAMMABILITY TEST PROCEDURE FOR SEATING FURNITURE FOR USE IN 
PUBLIC OCCUPANCIES 
Intertek quote Qu-00961013 

 
 

CONCLUSION 
TEST RESULTS 
CALIFORNIA TB-133 – FLAMMABILITY TEST PROCEDURE FOR 
SEATING FURNITURE FOR USE IN PUBLIC OCCUPANCIES 

CONFORMING 

 
 

SAMPLE DISPOSITION 
Sample tested and destroyed. 
 
 

TEST EQUIPMENT: 

ASSET NUMBER EQUIPMENT 
CALIBRATION 

DATE 
CALIBRATION 

DUE 
138051.26 CARBON MONOXIDE / DIOXIDE ANALYZER VBU VBU 
138051.18 OXYGEN ANALYZER VBU VBU 
138245 SCALE 10/15/2018 10/15/2019 
138051.32 FLOW METER  0-14 SLM PROPANE 10/08/2018 10/08/2019 
138051.31 DPI DIFFERENTIAL PRESSURE TRANSDUCER 10/09/2018 10/09/2019 
138282 GRADUATED RULE 36" 07/14/2014 07/14/2019 
138500.09 STOPWATCH 10/02/2018 10/02/2019 
138406 TEMP/HUMIDITY PROBE 10/08/2018 10/08/2019 
138051.9 SMOKE DENSITY MONITOR 0-100% VBU VBU 
 


