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Style: PRD240-XXX Sample #3 & #4. Date of Mfg.: 4/23/2024. Composition: RR FR PE & FR RR Foam. Additional Information: 
PRD240-XXX Sample #3 & #4. 

 

 LE 2006; V 3/23 BG  PC: 24H  SM/jd /dv 
 
TEST PERFORMED: British Standard BS 5852:2006 - Methods of Test for Assessment of the Ignitability of Upholstered 
Seating by Smoldering and Flaming Ignition Sources; Clause 12 - Methods of Test for the Ignitability of Complete Item of 
Furniture 
 
 
IGNITION SOURCE: #5 (17-gram wooden crib) 
 
 
TEST RIG: ☐ Small; ☒ Large 
 
 
TEST ITEM COMPOSITE: 
 

Cover Material: see client’s Identification section above 
 

Interliner (Fire Blocking) Material: see client’s Identification section above 
 

 
Filling Material:  see client’s Identification section above 
 

 
 
COVER FABRIC WATER SOAKED PRIOR TO TESTING: ☐ YES; ☒ NO 
 
 
BRIEF DESCRIPTION OF TEST: Test cushions are placed in a test frame to form a mockup of an upholstered chair. A 
17-gram wooden crib is placed on the mockup so that it is in contact with the seat bottom and seat back. The crib is 
ignited. Test observations are made, and results are recorded. 
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COMMENTS: None. 
 
 
CONCLUSION: “The following test results relate only to the ignitability of the complete item (BS 5852:2006, Clause 12) 
under the particular conditions of test stated, they are not intended as a means of assessing the full potential fire hazard 
of the materials or products in use”: 
 
 
☒ BS 5852:2006, Clause 12 (NI/5)         ☐ BS 5852:2006, Clause 12 (I/5) 

 
 
CERTIFICATION: I certify that the above results were obtained after testing specimens in accordance with the 
procedures and equipment specified above. 
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